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Background

❑ What applications can arise from the control of 
antiferromagnetic spin waves

❑ Why have antiferromagnetic spin wave dynamics 
remain elusive up until this publication

❑ Why is the electromagnetic terahertz regime utilized 
in these experiments

❑ Short aside about terahertz radiation

❑ Archetypal antiferromagnetic material: NiO

This work

❑ Dynamical detection of spin waves through Faraday 
rotation

❑ Multi-THz pulse control of spin wave dynamics 

What followed

❑ What mechanisms are at play

❑ Magnetic Difference Frequency Generation 
(DFG), Inverse Faraday Effect (IFE), Inverse 
Cotton Mouton Effect (ICME)



Emerging Field of 
Spintronics Focused on 
Antiferromagnetic Materials

❑Show promise in the application of robust memory 
devices due to their resistance to stray fields from the 
lack of net magnetization of the material

❑Fast THZ response compared to the 3 order of 
magnitude slower GHz response inherent to 
ferromagnetic materials



Difficulties associated with control of AFM spin waves

Although AFM materials have these very promising qualities, it is these very properties 
that make both control and detection of the spin wave dynamics difficult.

❑ Magnetic field switching sources in the GHz range are widely available, but the lack 
of  materials with magnetic switching in the THz range makes it difficult to match the 
resonance of AFM materials

❑The lack of net magnetization, makes direct measurement (such as pulsed inductive 
magnetometer PIMM) difficult and therefore, indirect measurements such as 
detection of Faraday rotations (to be described later) need to be employed



Terahertz Electromagnetic 
Radiation 

One way to circumvent the lack of fast 
magnets to excite AFM materials is the use of 
the THz EM spectrum

❑ Exists in the technology gap between 
electronics and photonics

❑ Elementary processes such as lattice 
vibrations, plasma oscillations, and 
superconducting quasiparticles can be 
accessed in this frequency regime 

❑Although these are mediated by electric 
dipole interactions, this work demonstrates 
the ability to control spin waves through 
magnetic dipole interactions



Terahertz Generation

• Generation of THz waves by optical rectification 
in nonlinear crystals involves a difference-
frequency mixing process between all possible 
frequency modes included in the spectrum of the 
incident laser pulse

• The difference frequency mixing induces electric 
dipoles oscillating and emitting electromagnetic 
waves at the beating frequencies in the THz 
range. The oscillating dipoles in the optical 
rectification process can be in electronic and 
molecular forms, which can develop optical and 
acoustic phonons traveling inside the crystal at 
certain quantized energy states



Choosing the Right Material

❑ Antiferromagnetic (of course) – AFM materials display THz spin wave 
resonance 

❑ Insulating – Utilizing EM radiation for as a magnetic pulse makes the electric 
field unavoidable. Therefore, insulating materials should be considered 

❑ Nonthermal mechanism for spin wave excitation – Although prior to this 
work, the mechanisms of spin wave excitation were not fully understood, the 
process was observed to be nonthermal allowing for faster response



Nickel Oxide (Structure)

❑NiO forms a cubic lattice in which the Ni2+ ions 
form a structure while the O2- are located at 
the octahedral sites
❑The lattice is altered by a contraction 

along one of the four 111 directions

❑This leads to 4 possible domains (known as 
twin (T) domains) 

❑The compression along the 111 direction 
leads to a difference in index of refraction 
between the 111 direction and the 
perpendicular directions (aka birefringence)

❑ Polarized microscopy can be used to 
identify these domains

111



Nickle Oxide (Magnetic 
Structure)

❑NiO is an AFM material with FM planes 
stacked along the 111 direction. In the 
figure shown, one of the possible spin 
orientations are depicted. The spins in one 
plane align in the 11ത2 direction and the 
adjacent planes point anti parallel in the 
ത1ത12 direction.

❑There are 3 possible spin orientations for 
each T-domain giving rise to 12 orientational 
domains

111



Nickle Oxide 
Antiferromagnetism

Linear dispersion of magnons is indicative of 
AFM materials. Common ways to probe 
dispersion curves use inelastic neutron 
scattering or more recently resonant inelastic 
x-ray scattering



Nickel Oxide Magnetic 
Resonance in the THz range

To take advantage of the fast THz 
switching speed of AFM materials, the 
resonance peak needs to be identified

❑Far infrared inelastic spectroscopy was 
employed to locate the AFM resonance 
peak at different temperatures

~1 THz



Nickel Oxide (Insulating)

• Nickel Oxide (NiO) is often referred as the 
prototypic AFM material since its properties 
are well understood. 

• Since EM radiation is being used, and 
therefore the electric field can not be 
avoided, it is important to use an insulating 
material (such as NiO) rendering the electric 
field effects negligible 

• In NiO free carrier and lattice absorption are 
negligible 

Large Band 
Gap of NiO



Nonthermal Response

• As stated previously, free carries and 
lattice absorptions are negligible due to 
NiO’s insulating properties

• All optical phonon resonances are 
located above 12 THz, above the 
excitation frequency used in this 
experiment

~18 THz



Let’s Get to 
the Paper!!

❑Experimental Design

❑Theoretical Model

❑Results



Experimental Design

❑Single-cycle THz pump NIR probe 
spectroscopy was employed to observe 
the AFM spin wave dynamics within  NiO 
single crystals by controlling the delay 
between the pump and probe pulse. 

❑Monitoring the rotation of the linearly 
polarized probe pulse caused by the 
Faraday effect allows for the observation 
of the spin dynamics on the picosecond 
timescale



Faraday Rotation

Faraday rotation causes a polarization 
rotation which is proportional to the 
projection of the magnetic field along the 
direction of the light propagation



Experimental Design

❑To ensure only one T-domain was being 
influenced, polarized microscopy was 
implemented to identify the orientations of 
the domains within the crystal

❑The spectral bandwidth of the THz pulse 
ranged from 1-3 THz which ensures the 
overlap with the high frequency magnon 
resonance 



Theoretical Description of Spin Waves 
in NiO

The electromagnetic waves interact through a pure magnetic interaction by 
exerting a Zeeman torque on each spin

The Hamiltonian of the system can be written as follows

Spin-spin exchange interaction between the two 
sublattices. The interaction coefficient is 
negative to account for the AFM

Accounts for the anisotropy mediated by the spin-
spin dipolar interaction and the previously 
mentioned rhombohedral distortion caused by the 
spin orbit interaction

Zeeman energy due to the 
applied magnetic field 
interacting with the individual 
spins



Theoretical Description of Spin Waves 
in NiO

We obtain a system of Heisenberg equations

𝑑

𝑑𝑡
𝑆𝑖 𝑡 𝐻

=
𝑖

ℎ
𝐻, 𝑆 +

𝑑

𝑑𝑡
𝑆𝑖 𝑡 𝑆

We can convert to the Heisenberg picture using the following equation

Where And 

The set of coupled equations can be solved numerically for 𝑆1 and 𝑆2 and using 

Allows one to calculate the magnetization



Theoretical Description of Spin Waves 
in NiO

Lastly, the Faraday rotation can be calculated with 

Where V is the magneto-optic Verdet constant, d is the thickness of the sample, and the angle brackets 
indicate an average of the irradiated volume

For each T-domain, an average over the 3 S-domains was performed



Measuring the dynamics 
of spin waves

❑Period of oscillation measured to be 1 
ps

❑Reaches max amplitude in 3 ps

❑Fourier transform of Faraday rotation 
reveals sharp peak at 1 THz

❑Exponential decay with a time constant 
of 29 ps

❑Black curve represents simulated spin 
precession based on the model 
described above

❑Blue curve represents experimaental
data



Ruling out Magneto-Electric Effect

Some evidence of THz irradiation having a pure magnetic interaction with NiO 
lies in the linear response of the magnetization with respect the magnetic field 
strength



Simulation of spin 
precession

❑Out of plane component oscillates anti-parallel in each plane

❑ In plane component contributes to a net transient magnetization



Control over spin wave 
dynamics

With the delivery of multiple pump THz pulses, 
control over the spin wave dynamics was 
demonstrated

• With a delay of 6 ps a doubling of the faraday 
rotation amplitude was observed

• This induces a torque in phase with the spin 
wave precession

• With a delay of 6.5 ps, the spin dynamics are 
effectively switched off

• This induces a torque out of phase with the 
spin wave precession 



What came next
Mechanistic Determination
❑ Magnetic Difference Frequency Generation
❑ Inverse Faraday Effect – A static magnetization is induced by an external 

oscillating electrical field (i.e. EM radiation)
❑ Inverse Cotton Mouton Effect – magnetization induced in a medium by a 

non-resonant linearly polarized light propagating in the presence of a 
transverse magnetic field









Optimizing ZnTe THz Generation by Phonon-
Polariton Phase Matching


